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NLGI Grade
Color
Base Oil
Soap Type
MoS   Content
Kinematic Viscosity @ 40  C
Drop Point Oil Bath
Worked Penetration, 60 strokes @ 25  C
Oil Separation, 30 hours @ 100   C
Emcor Rust Test, rating
Four Ball EP, Weld Point
Water Wash-Out, 1 hour @ 79   C

2
Black

Mineral
Lithium Complex

3.0
460
260

265-295
2.5 max.

0.0
560 min
3.0 max.

%wt
cSt
C

dmm
%wt

kg
%wt

ASTM D 445
ASTM D 566
ASTM D 217

ASTM D 6184
IP 220

ASTM D 2596
ASTM D 1264
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